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Application 

TEST APPLICATION 

Particles Thickness Resistivity Etch/Removal Rate Dummy Burnin Focus Handle 

1st Oxide Reclaim Reclaim n/a n/a n/a n/a n/a n/a 

Gate Oxide Reclaim Reclaim n/a n/a n/a n/a n/a n/a 

Field Oxide Reclaim Reclaim n/a n/a n/a n/a n/a n/a 

Sac Ox Reclaim Reclaim n/a n/a n/a n/a n/a n/a 

Drives Reclaim Reclaim n/a n/a n/a n/a n/a n/a 

SCA/CV n/a n/a New Test n/a n/a n/a n/a n/a 

                  

Epitaxial Growth Reclaim Reclaim Reclaim n/a n/a n/a n/a n/a 

                  

Phos/Boron Dope  Reclaim n/a Reclaim n/a Reclaim n/a n/a n/a 

                  

LPCVD Nitride Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

LPCVD Poly Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

LPCVD Teos Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

                  

Pre Diffusion Cleaners Reclaim Reclaim n/a Reclaim Reclaim n/a n/a n/a 

Wet Benches Reclaim Reclaim n/a Reclaim Reclaim n/a n/a n/a 

                  

Implant  Reclaim n/a New Test n/a Reclaim n/a n/a n/a 

                  

RTA Reclaim n/a New Test n/a n/a n/a n/a n/a 

RTO Reclaim New Test n/a n/a n/a n/a n/a n/a 

Silicide Reclaim New Test New Test n/a n/a n/a n/a n/a 

                  

CMP - Metal/Poly/Oxide Reclaim n/a n/a New Test Reclaim n/a n/a n/a 

                  

Resist Spin Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

PIQ Spin Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

SOG Spin Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

Developer Spin Reclaim  n/a n/a n/a Reclaim n/a n/a n/a 
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Photo Steppers n/a n/a n/a n/a n/a n/a New Test New Test 

                  

ACVD PSG/BPSG Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

                  

PECVD Nitride Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

PECVD PSG/BPSG Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

PECVD Teos Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

PECVD Tungsten Reclaim Reclaim n/a n/a Reclaim n/a n/a n/a 

                  

Dry Oxide Etch Reclaim n/a n/a Reclaim Reclaim n/a n/a n/a 

Dry Resist Strip Reclaim n/a n/a Reclaim Reclaim n/a n/a n/a 

Dry Nitride Etch Reclaim n/a n/a Reclaim Reclaim n/a n/a n/a 

Dry Teos Etch Reclaim n/a n/a Reclaim Reclaim n/a n/a n/a 

Dry Metal Etch Reclaim n/a n/a Reclaim Reclaim n/a n/a n/a 

Dry Poly Etch Reclaim n/a n/a Reclaim Reclaim n/a n/a n/a 

                  

Metal Deposition Reclaim Reclaim Reclaim n/a n/a Reclaim n/a n/a 

Tin/Ti/TiW Deposition Reclaim Reclaim Reclaim n/a n/a Reclaim n/a n/a 

                  

Backgrind n/a n/a n/a Reclaim n/a n/a n/a n/a 

MEMS Handle Wafer n/a n/a n/a n/a n/a n/a n/a Reclaim 
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